(1) Scope:

This specification covers the manufacturing and tes ting at works and supply
of structural steel items.

(i)  Applicable standard:

As per IS: 2062 / 1992 for steel for general struct ure purpose and other
relevant standard mention therein with latest amend ment up to date of

tender.

(i)  General Requirement:

Material (not re-rolled) of grade ‘A’ (Fe-410WA) sh own in Schedule -"A”
above should be supplied confirming to IS 2062/92 w ith latest amendment if
any.

(iv)  Dimension:

The material dimension shall be in accordance with the relevant Indian
standard mentioned in table 3 of IS: 2062/92. The rolling tolerance shall be
as per IS: 1852/85.

(v)  The samples and acceptance criteria:

The Nos. of sample randomly selected from the lot s  hall be in accordance
with and acceptance criteria shall as per IS: 2062/  1992.

(vi)  Acceptance test:

The acceptance test as per following are to be carr  ied out on randomly selected
sample.
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a. Verification of dimension.

b. Yield strength test.
c. Elongation test.
d. Bend test.

e. Chemical composition.

(vii) ISl License:

The Bidder should submit notarized copy of BIS lice nse of 2062/92 along
with schedule | clearly showing the size of tender / offer item valid at least up

to the date of opening of tenders. If applied for r  enewal of the license, copy

of receipt of the fees and / as acknowledge of appl ication from BSI license.

The offer without the BIS license shall be straight way rejected.

(vii)  MARKING:

As per IS: 2062/92 each product except M.S.Flats & M.S.Round bars shall
carry a tag or be marked with the manufacturer's na  me or trademark. Bars
and Flats shall carry a tag bearing the manufacturi  ng’s name of trademark.
Designation of steel should also be similarly marke d on the product or tag.
Each end of rolled product shall be painted with gr een colour as per
specified for grade A in IS 2062/92.
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SCHEDULE-"I"

Schedule of Technical Particulars of the Tenderer required for
ascertaining technical acceptability of Offer. (This Schedule — I, duly filled
and signed should be submitted along with tender)

Sr
No

Description

For items of Steel offered
(To be filled up by Tenderer)

Name of the Manufacturer

Standard applicable. Whether the
Tenderer or / principal re-roller has
valid BIS license to use IS Mark?

Whether materials will be supplied
under BIS Certification Mark
Scheme?

Give details of BIS license held.
Attested copy of BIS license along
with latest extension showing validity
should be submitted (This is a must)

Whether the materials will be rolled
from tested billets conforming to IS:
2830/ 1S: 69147 (Specify quality).

Whether manufacturer possesses
the facility to rolls billets / ingots /
bloom slab, as may be required for
rolling the Section?

Whether manufacturing unit
possesses well equipped laboratory
for testing mechanical and chemical
properties of raw and finished steel?

Details of Quality assurances plan at
the works of manufacturers for in
house or bought out items

List of machineries installed /
available at the manufacturers’
works.
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SCHEDULE-"II"

(Submit along with Tender Technical Bid.)
Technical details of rolling mills furnace and othe r

equipments.
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